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Special Notes

API publications necessarily address problems of a general nature. With respect to particular circumstances, local,
state, and federal laws and regulations should be reviewed.

Neither API nor any of API's employees, subcontractors, consultants, committees, or other assignees make any
warranty or representation, either express or implied, with respect to the accuracy, completeness, or usefulness of the
information contained herein, or assume any liability or responsibility for any use, or the results of such use, of ar. /
information or process disclosed in this publication. Neither APl nor any of APl's employees, subcontractoic,
consultants, or other assignees represent that use of this publication would not infringe upon privately ov:nec rights.

Classified areas may vary depending on the location, conditions, equipment, and substances involved > ary given
situation. Users of this specification should consult with the appropriate authorities having jurisdic.-n.

Users of this specification should not rely exclusively on the information contained in thic specification. Sound
business, scientific, engineering, and safety judgment should be used in employing the infori.>21on contained herein.
API is not undertaking to meet the duties of employers, service providers, or suppliers to warn ar d properly train and
equip their employees, and others exposed, concerning health and safety risks and prece.iticns, nor undertaking their
obligations to comply with authorities having jurisdiction.

Information concerning safety and health risks and proper precautions wi h respect to particular materials and
conditions should be obtained from the employer, the service provider or s ppuer of that material, or the material
safety datasheet.

API publications may be used by anyone desiring to do so. Everv e*ort .xas been made by the Institute to assure the
accuracy and reliability of the data contained in them; however, the listitute makes no representation, warranty, or
guarantee in connection with this publication and hereby expre.=h disclaims any liability or responsibility for loss or
damage resulting from its use or for the violation of any authorities having jurisdiction with which this publication may
conflict.

API publications are published to facilitate th: , roau availability of proven, sound engineering and operating
practices. These publications are not intende." to obviate the need for applying sound engineering judgment
regarding when and where these publicatics <hould be utilized. The formulation and publication of API publications
is not intended in any way to inhibit anyc:2= fi om using any other practices.

Any manufacturer marking equipmz2n. or riaterials in conformance with the marking requirements of an API standard
is solely responsible for complving with all the applicable requirements of that standard. APl does not represent,
warrant, or guarantee that such p.oaducts do in fact conform to the applicable API standard.

Al igi.'s reserved. No part of this work may be reproduced, translated, stored in a retrieval system, or transmitted by any means,
ele ctronic, mechanical, photocopying, recording, or otherwise, without prior written permission from the publisher. Contact the
Publisher, API Publishing Services, 1220 L Street, NW, Washington, DC 20005.

Copyright © 2014 American Petroleum Institute
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Foreword

Nothing contained in any API publication is to be construed as granting any right, by implication or otherwise, for the
manufacture, sale, or use of any method, apparatus, or product covered by letters patent. Neither should anything
contained in the publication be construed as insuring anyone against liability for infringement of letters patent.

Shall: As used in a standard, “shall” denotes a minimum requirement in order to conform to the specification.

Should: As used in a standard, “should” denotes a recommendation or that which is advised but not requirad in oruc:
to conform to the specification.

This document was produced under API standardization procedures that ensure appropriate notii~ation and
participation in the developmental process and is designated as an API standard. Questic.”s concarning the
interpretation of the content of this publication or comments and questions concerning the procedu:as under which
this publication was developed should be directed in writing to the Director of Standards, American Petroleum
Institute, 1220 L Street, NW, Washington, DC 20005. Requests for permission to reproduce u. trenslate all or any part
of the material published herein should also be addressed to the director.

Generally, API standards are reviewed and revised, reaffirmed, or withdrawn ai ':ast =very five years. A one-time
extension of up to two years may be added to this review cycle. Status of the publica:’ci1 can be ascertained from the
API Standards Department, telephone (202) 682-8000. A catalog of AF!' pblications and materials is published
annually by API, 1220 L Street, NW, Washington, DC 20005.

This standard shall become effective on the date printed on the «~ovur butinay be used voluntarily from the date of
distribution.

Suggested revisions are invited and should be submitted to ti.~» Gtandards Department, API, 1220 L Street, NW,
Washington, DC 20005, standards@api.org.
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Introduction

This standard is intended to document the design methodology from the ASME Boiler and Pressure Vessel Code,
Section VIII, Division 2, Appendix 4, which has been used in the oil and gas industry since the 15th Edition of API
Specification 6A was published in 1986.

API 6A modified the rules of the ASME Code to permit higher stresses than were allowed by ASME. API 6A adopted
a design stress intensity of two thirds of the minimum specified yield strength.

Shortly after the 15th Edition of API 6A was published, API released the First Edition of APl Specificauon 16A,
Specification for Drill-through Equipment. APl 16A permitted higher stresses than APl 6A at hydrostatic test. vi/here
API BA limited the membrane stress intensity to 83 % of the minimum specified yield strength, APl 1.\ permitted
90 % of yield strength.

With the 19th Edition of API 6A in 2004, the design stress intensity of high-strength non-standard  naterials was changed
to the lower of two thirds of the yield strength or one half of the tensile strength. API 16A did nuimoke this change.

In 2007, ASME totally rewrote Section VIII, Division 2, using generally more liberal deciar requirements and more
stringent material requirements. A joint task group from SC 6, SC 16, and SC 17 .= viev ed the new ASME Code and
recommended that, since the earlier design and material requirements have bee: used successfully for over 25
years, API should continue to reference the 2004 ASME Code. This recori me 1dation was accepted by SC 6, SC 16,
and SC 17.

The methods included in this document are those of the 2004 <AS\.'E CzJe, as modified by an API Design Task
Group.

vii
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Design Calculations for Pressure-containing Equipment

1 Scope

This standard describes a design analysis methodology and requirements that apply to design verification of
certain pressure-containing products and equipment in the oil and gas industry. The methods included in this
document apply to designs where normative reference to this standard is made in an API product
specification and to those components for which the methods of this standard are required or permitted.

This standard is based on ASME Boiler and Pressure Vessel Code, Section VIII, Division 2, Appendix 4
(2004 edition with 2005 and 2006 addenda) but includes further limits established for oil and gas prou 'cts as
determined by API standardization committees. It includes closed-form solutions and methous fc: elastic
analysis, elastic-plastic analysis, and guidance on finite element analysis methods. The. mzthodology
assumes ductile metallic material behavior and has no provision for material defects.

Fatigue analysis is outside the scope of this document.
2 Normative References
No other document is identified as indispensable or required for the apnlicatior of this standard.

3 Terms, Definitions, and Symbols
3.1 Terms and Definitions
For the purpose of this document the following terms an i definitions apply.

3.11

extreme conditions
Conditions due to specified events includii.z teismic loading, wind loading, and wave loading in which

loading is additive to the normal loading a" or eraung conditions. See 4.4.2.4.

3.1.2
gross distortion
Distortion to the extent that the pre.duct no longer functions as intended.

313
gross structural discnati uity
Change in vessel shape, si’ch as the junction of a cylinder and cone or a cylinder and head.

31.4

operating coi.ditiins

Any comktination of internal and external pressures, temperatures, and applied loading to which the product
is to be ex, 0sed in service, excluding hydrostatic shell testing.

3..5
rTes..re-containing
Coixponent whose failure to function as intended results in a release of retained fluid to the atmosphere.

3.1.6
ratcheting
Progressive plastic deformation caused by cyclical thermal and/or mechanical stresses.


https://www.stdhive.com/standards/api-std-6x2014-pdf/



