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PREFACE

This Standard was prepared by the Standards Australia Committee BD-033, Chemical
Admixtures for Concrete, to supersede AS 2072—1977, Methods for the sampling of
expanding admixtures for concrete, mortar and grout, and AS 2073—1977, Methods for the
testing of expanding admixtures for concrete, mortar and grout.

The objective of this Standard is to provide users and specifiers of chemical admixtures
with procedures for sampling and testing of concrete, mortar and grout mixes, containing
admixtures, including expanding admixtures.

This Standard incorporates the following major changes to AS 2072—1977 an!
AS 2073—1977:

(a) The requirements for sampling of the admixtures have been expanded and *nda‘ed

(b) A list of tests that may be required to be performed together with.the rcference
method for each of these tests are included.

(c) Additional tests have been included for dimensional change, consis.>ncy by use of a
flow trough and early volume change.

The term ‘normative’ has been used in this Standard to define th. application of the
appendix to which they apply. A ‘normative’ appendix is an in egral part of a Standard.
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grout

SECTION 1 SCOPE AND GENERAL

1.1 SCOPE

This Standard sets out procedures for sampling admixtures for packaged coi crete, mortar
and grouts and testing concrete, mortar and grout mixes containing admixturecs:

This Standard applies to those admixtures intended for use in concrei> mortar and grout
and for—

(a) the evaluation of the performance of those admixtures fcr conciete, mortar and grout;
and

(b) sampling and testing concrete, mortar and grou: mi‘es ¢ontaining those admixtures.

This Standard does not apply to those admixtures sperificd in AS 1478.1.

1.2 REFERENCED DOCUMENTS

The following documents are referred to in this Standard:

AS

1012 Methods of testing/'co.icrete

1012.1 Method 1:  Samp.ing of fresh concrete

1012.2 Method 2:  Frepcration of concrete mixes in the laboratory

1012.3 Method 3:. D termination of properties related to the consistency of
concrete

1012.3.1 Methed 3.1, Slump test

1012.3.2 Mcund 2.2: Compacting factor test

1012.3.3 Mcthed 3.3: Vebe test

1012.3.4 Methd 3.4: Compactibility index

1012.4 Method 4:  Determination of air content of freshly mixed concrete

1012.4.1 Method 4.1: Measuring reduction in concrete volume with increased air
pressure

101242 Method 4.2: Measuring reduction in air pressure in chamber above
concrete

01243 Method 4.3: Measuring air volume when concrete dispersed in water

1012.5 Method 5:  Determination of mass per unit volume of freshly mixed
concrete

1012.8 Method 8:  Method of making and curing concrete

1012.8.1 Method 8.1: Compression and indirect tensile test specimens

1012.9 Method 9:  Determination of the compressive strength of concrete
specimens
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