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This Australian Standard was prepared by Committee CH-003, Paints and Related
Materials. It was approved on behalf of the Council of Standards Australia on
25 June 2004.

This Standard was published on 26 November 2004.

The following are represented on Committee CH-003:

AUSTROADS

Australian Paint Approval Scheme

Australian Paint Manufacturers Federation

Master Painters Australia

National Association of Testing Authorities Australia
Surface Coatings Association Australia

Telstra Corporation

Water Corporation Western Australia

Keeping Standards C:v-1>-dace
Standards are living documents which reflect nro ress in science, technology and
systems. To maintain their currency, all Staidards are periodically reviewed, and
new editions are published. Between edi.or,, amendments may be issued.
Standards may also be withdrawn. It is important that readers assure themselves
they are using a current Standard, wi ich should include any amendments which
may have been published since the S:ancard was purchased.
Detailed information about Standa.ds can be found by visiting the Standards Web
Shop at www.standards.com.a’1 2.d looking up the relevant Standard in the on-line
catalogue.
Alternatively, the printed “at.'ogue provides information current at 1 January each
year, and the monthly w..ngezine, The Global Standard, has a full listing of revisions
and amendments pu’ii. hed vach month.

Australian Stancarc '™ ‘and other products and services developed by Standards
Australia are puhlished and distributed under contract by SAI Global, which
operates the Stadards Web Shop.

We also weicome suggestions for improvement in our Standards, and especially
encovsage reaccrs to notify us immediately of any apparent inaccuracies or

amb zuit.»s. Contact us via email at mail@standards.org.au, or write to the Chief
EZecu.iive, Standards Australia Limited, GPO Box 5420, Sydney, NSW 2001.

This Standard was issued in draft form for comment as DR 03618.
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GENERAL INTRODUCTION

The AS 1580 series of Standards deals with methods for testing paints and related mate:ials
It includes documents that describe test conditions, sampling procedures and provia:s
guidance on the applicability of the methods. The methods are intended prims«ril: to ‘est
materials and establish compliance with relevant Australian Standards® or other
specifications, however they are also appropriate for general laboratory use wnd for
investigational purposes. The methods may be used in appropriate specifications in an
Australian Standard, The Australian Paint Approval Scheme or other contract ally related
document.

To facilitate information retrieval, the methods are grouped as follc vs:

Method No. Description of zrouning
1580.100 Test conditions, preparative prc:edcres, <1lm thickness determinations
1580.200 Liquid products—Determinati~= o. ohysical properties
1580.300 Liquid products—Determinat.on ¢ f composition by physical methods
1580.400 Cured coatings—Performance by mechanical testing
1580.450 Cured coatings—Perforinance by durability testing
1580.500 General products—Dcteiaination of composition by chemical methods
1580.600 Cured coatings--L’stermination of visual properties, e.g., colour, gloss,

finish

Methods that determine a spesit ¢ property of a material, or the same property for different
materials, are differentiat:d oy a further level of decimal number in the method number.

LIST OF METHODS

Method No. Lae Title
101.1 1999 | Temperature, humidity and airflow control
101.2 2002 | Standard procedure for stoving
.01.4 1999 | Conditions of test, temperature control
101.5 1999 | Conditions of test, temperature and humidity control
102.1 2002 | Sampling procedure
102.2 1995 | In-process sampling
103.1 1995 | Examination and preparation of samples for testing
104.1 2000 | Recommended materials for test panels
105.1 2002 | Pretreatment of metal test panels—Solvent cleaning
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© Standards Australia www.standards.com.au


https://www.stdhive.com/standards/as-15800-2004-pdf/

