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PREFACE

This standard was prepared by the Association’s Committee on Electrical
Accessories as a revision of AS 2053—1977.

AS 2053—1977 superseded the approval and test specifications
AS C154, AS C173, AS C175 and AS C183 on 1 February 1979,
It also introduced two new classes of non-metallic conduit, viz light du.:
and heavy duty. These two new classes were replacements for the previous
classifications, i.e. Class A, Class B and Category A.

This edition introduces additional requirements for the ) -otect on
of conduit intended for use in direct sunlight. These requircver.s have
been introduced as a result of reports that light dulr co. duw. suffered
premature failure in locations where it was exposed t. corstant direct
sunlight. At the same time, the dimensions for oval cona.its have been
amended and the sizes extended, in order to ‘ac litate their use with
metric cables. Some editorial updating has also v~ :zu carried out.

This standard may require reference to th. following standards:
AS 1014 Gauging of Metric Scr~w Threads

AS 1199 lS)ampling Procedures ~4 Tables for Inspection by Attri-
utes

AS 1315 Specification ond Methods of Test for Portland Cement
AS 1342 Precast Conc..te Drainage Pipes
AS 1345 Rule. fo. e Identification of Piping, Conduits and Ducts
AS 1392 “Pre.ast Concrete Pressure Pipes

AS 1363 Cuide to the Use of AS 1199, Sampling Procedures and
‘t'ables for Inspection by Attributes

AS 433 Paint Colours-for Building Purposes

AS 1477 Unplasticized PVC (UPVC) Pipes and Fittings for
Pressure Applications

AS 1711 Asbestos Cement Pressure Pipes
AS 1721 General Purpose Metric Screw Threads
AS 1852 International Electrotechnical Vocabulary
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AS 1997 Plain Limit Gauges
AS 3000, Part 1 SAA Wiring Rules
AS C100 Approval and Test Specification for Definitions and
General Requirements for Electrical Materials and
Equipment
AS K185 Colours for Specific Purposes
BS 2537 Ethanediol (Ethylene Glycol)
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1o part of this publication may be reproduced, stored in a retrieval system
in any form or transmitted by any means without prior permission in writing
of the Standards Association of Australia. :



https://www.stdhive.com/standards/as-2053-1980-pdf/

AS 2053—1980 4

CONTENTS

SECTION 1. SCOPE AND GENERAL REQUIREMENTS

Scope ...
Application
Definitions
Classification
Construction
Dimensions and Form
Mechanical Propertles
Colour

Marking ..

Sampling ....

Tests

!-!-':-‘:-'g—n-n-n-n-v-u-
-1 R Y NPT AT

S ]

AN

—OWWOWO\OO-

—O
b ek

SEcTION 2. Ricip UPVC Conpuitrs AND FITTL ¢ :

2.1  Scope of Section .. 14
Application _J 14
Definitions 14
Classification 14
Construction ‘- 14
Dimensions and Form 15
Mechanical Properties ... 18
Colour ... 18
Marking .... 18
Sampling ... N 18
Routine Testv TR 18
Material Acce <ap.e Tests 25
Type Tec's 29

NRRNRONORNRONNR
b e et ek \O) OO t ¢
WSHO ESY. ¥ P AN YN

SEcTION 3. A .BESros CEMENT CoNDUITS AND FITTINGS

3.1 _fico,= rL Section .... 34
. oplication . 34
De.inition 34
1 Jlassification 34
Construction 34
Dimensions and Form ... 35
Mechanical Properties .... 36
Colour ... .. 36
Sampling .. 36
Routine Tests . 36
Material Acceptance Test 39

WWWLLIL LW LWL
it = AD GOSN ON

(S Y=}


https://www.stdhive.com/standards/as-2053-1980-pdf/

5 AS 2053—1980

SECTION 4. FLEXIBLE PVC CoONDUIT AND FITTINGS

41

ARRBBAARABAS
CONNAUNPWN

bk it b \O
WN=O

Scope of Section ...
Application
Definitions
Classification
Construction
Dimensions and Form
Mechanical Strength
Colour ...
Marking ....
Sampling ..

Routine Tests

Material Acceptaﬁi:'e Tests'

Type Tests

41
41
41
41
41
41
42
42
42
47
42
45
46


https://www.stdhive.com/standards/as-2053-1980-pdf/

AS 2053—1980 6

STANDARDS ASSOCIATION OF AUSTRALIA

Australian Standard
for
NON-METALLIC CONDUITS AND FITTINGS

SECTION 1. SCOPE AND GENERAL
REQUIREMENTS

1.1 SCOPE. This standard specifies requirements fo- non-.netallic
conduits and fittings, as defined below, intended for lie L -otection of
cables in an electrical installation, in accordance with A 37,00, Part 1.

1.2 APPLICATION.

1.2.1 Compliance with this Standard. Excep. where noted in
Clause 1.2.2 below, conduits and fittings skl ,e deemed to comply
with this standard only if they compi,; wi.h ail the relevant require-
ments of this Section and with the relevont requirements and tests of
the following Sections, as applicable:

Section 2—Rigid UPVC Conduit :ud Fittings
Section 3—Asbestos Cement Enclosures
Section 4—Flexible PVT \onuuits and: Fittings.

1.2.2 Pipes Complyine w\‘h Other Standards.

1.2.2.1 Concrete r.pcs. Precast concrete pipes complying with
AS 1342 or AS 1372 .»=l be deemed to comply with this standard
provided that they arc marked in accordance with Clause 1.9 herein.

1222 "'Py°C pipes. Unplasticized PVC (UPVC) pipes of nominal
size 65 mm aru above complying with the requirements of Class 9 and
Class 12 vipe. of AS 1477 shall be deemed to comply with requirements
for light (uty conduits and heavy duty conduits, respectively, of this
standi.rd, oruvided that —

(a, trey are marked in accordance with Clause 1.9 herein; and

(b) tiey pass the tests of Section 2.
1.2.2.3 Asbestos cement pipes. Asbestos cement pipes complying

with AS 1711 shall be deemed to comply with this standard provided
that —

(a) they are marked in accordance with Clause 1.9 herein; and
(b) they pass the tests of Section 3.
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