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Keeping Sian-ards up-to-date

Standards are living documen’s . hici. reflect progress in science, technology and
systems. To maintain the.r cu~endy, all Standards are periodically reviewed, and
new editions are publichcd. setween editions, amendments may be issued.
Standards may also be w thdiawn. It is important that readers assure themselves
they are using a curren. S andard, which should include any amendments which
may have been pub’ish.d since the Standard was purchased.

Detailed informAa.ion ~kout joint Australian/New Zealand Standards can be found by
visiting the Stai.dards Web Shop at www.standards.com.au or Standards New
Zealand we) sy = ac www.standards.co.nz and looking up the relevant Standard in
the on-line ¢>tal gue.

Alterp-tively, (oth organizations publish an annual printed Catalogue with full
detzi's ¢€ all current Standards. For more frequent listings or notification of
revisiens, amendments and withdrawals, Standards Australia and Standards New
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users should contact their respective national Standards organization.

We also welcome suggestions for improvement in our Standards, and especially
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This Standard was issued in draft form for comment as DR 04313.
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PREFACE

This Standard was prepared by the Joint Standards Australia/Standards New Zealand
Committee BD-026, Masonry Units, Pavers, Flags and Segmental Retaining Wall Units, to
supersede, in part, AS/NZS 4455:1997, Masonry units and segmental pavers.

The objective of this Standard is to provide users and specifiers with a specification for all
masonry units, except unfired earth units, to facilitate design and purchasing.

This Standard addresses—
(a) the essential properties common to all units covered by the scope of the Standard;

(b) more stringent requirements that might need to be complied with, such as strenth,
precision, colour and texture, that would best be specified by the prospestive
purchaser as needed; and

(c) test methods consistent with Items (a) and (b).

This Standard is intended to provide the minimum requirements for mason. .\ nits covered
by the scope. More stringent requirements may be imposed as contractval 1>quir 'ments.

Statements expressed in mandatory terms in notes to tables and figues are deemed to be
requirements of this Standard.

The terms ‘normative’ and ‘informative’ have been usea in this Standard to define the
application of the appendix to which they apply. A ‘normutive’ appendix is an integral part
of a Standard, whereas an ‘informative’ appendix is only “or raformation and guidance.
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STANDARDS AUSTRALIA/STANDARDS NEW ZEALAND

Australian/New Zealand Standard
Masonry units, pavers, flags and segmental retaining wall units

Part 1: Masonry units

SECTION 1 SCOPE AND GENERAL

SCOPE

This Standard specifies requirements for masonry units for walling built in accorda.ce with
AS 3700 and NZS 4230.

The masonry units covered by this Standard include those made of the folixwing materials:

(a)
(b)
(c)
(d)
(e)

Autoclaved aerated concrete.
Calcium silicate (sand-lime).
Concrete (dense or lightweight).
Dimension stone (cut or dressed).

Fired clay (with or without shale).

Dimension stone has a wide variety of characte ‘istics. These are not fully covered by the
requirements of this Standard.

Tiles, or similar, that are intended to be rig dly‘fixed or suspended are not within the scope
of this Standard.

This Standard does not specify.-req tizements for masonry units other than requirements for
the verification of their nominatec chaiacteristic values.

NOTES:

1

2
3
4
5

12

Guidance on means f)r ~emonstrating compliance with this Standard is given in Appendix B.
Guidance on the ¢:tern.ziation of characteristic value is given in Appendix C.

Guidance on tlic ~on.2nt of a purchasing agreement is given in Appendix D.

Guidance on o ticnal testing is given in Appendix E.

Some rnou.-rectiliear shapes for walling units are not illustrated in this Standard; however,
this. Stondard may be used, but not all test methods mentioned may be applicable to such
shapcs.

APPLICATION

Tesung to Section 2, which references AS/NZS 4456.3, AS/NZS 4456.4 and
AS/NZS 4456.10 is required for compliance with the Standard.
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