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AWWA Standard

This documentis an American Water Works Association (AWWA) standard. Itis not a specification. AWWA standards describe
minimum requirements and do not contain all of the engineering and administrative information normally contained in
specifications. The AWWA standards usually contain options that must be evaluated by the user of the standard. Until each
optional feature is specified by the user, the product or service is not fully defined. AWWA publication of a standard does
not constitute endorsement of any product or product type, nor does AWWA test, certify, or approve any product. The
use of AWWA standards is entirely voluntary. This standard does not supersede or take precedence over or displace any
applicable law, regulation, or code of any governmental authority. AWWA standards are intended to represent a consensus
of the water industry that the product described will provide satisfactory service. When AWWA revises or withdraws this
standard, an official notice of action will be placed in the Official Notice section of Journal AWWA. The action becomes
effective on the first day of the month following the month of Journal AWWA publication of the official notice.

American National Standard

An American National Standard implies a consensus of those substantially concerned with its scope ai d provisions. An
American National Standard is intended as a guide to aid the manufacturer, the consumer, and *he ge. . 2ral public. The
existence of an American National Standard does not in any respect preclude anyone, whethe: that, erso!. has approved
the standard or not, from manufacturing, marketing, purchasing, or using products, r=acec:es, or procedures not
conforming to the standard. American National Standards are subject to periodic review, .* d us rs are cautioned to obtain
the latest editions. Producers of goods made in conformity with an American National Sta 427d are encouraged to state
on their own responsibility in advertising and promotional materials or on tags or libels that the goods are produced in
conformity with particular American National Standards.

CauTion NoTice: The American National Standards Institute (ANSI) approve' datc on ti e front cover of this standard indicates
completion of the ANSI approval process. This American National Star darc. may =< revised or withdrawn at any time. ANSI
procedures require that action be taken to reaffirm, revise, or withdra.« thi. standard no later than five years from the
date of ANSI approval. Purchasers of American National Standard- riay r. <eive current information on all standards by
calling or writing the American National Standards Institute, 25 We. t 43} 1 Street, Fourth Floor, New York, NY 10036; (212)
642-4900, or e-mailing info@ansi.org.
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reproauccd or transmitted in any form or by any means,
alec. anic or mechanical, including scanning, recording, or any
1-formation or retrieval system. Reproduction and commercial
use of this material is prohibited, except with written permission
from the publisher. Please send any requests or questions to
permissions@awwa.org.
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Foreword

This foreword is for information only and is not a part of ANSI'/AWWA C904.

I. Introduction.

LA, Background. This standard describes crosslinked polyethylene (PEX)
pressure tubing for use primarily as potable service lines in the construction of
underground water distribution systems.

This standard describes tubing made with a materials designation code of PEX 1305,
or higher, according to ASTM International (ASTMY) Standard F876. This stnda-d
describes tubing in nominal dimensions %2 in. through 3 in. with a standard dii»ension
ratio of 9 (SDRY) and pressure class of 160 psi.

LB.  History. On June 18, 2002, the American Water Warks . ssociation
(AWWA) Committee on Polyolefin Pressure Pipe and Firting: wee approached to
develop a standard describing PEX for water service applications-On June 15, 2004,
the polyolefin committee unanimously approved and autl orized the development of a
new standard for PEX, ¥4 in. through 3 in., for water servicc. A new PEX subcommittee
was also formed at this time to begin develop meat o1 this standard within AWWA.
The first edition was approved by the AWYvA Bcard of Directors on June 11, 2006.
The second edition was approved on Jan. 15, 2016. This edition was approved on
June 10, 2022.

L.C.  Acceptance. In May 1285, the US Environmental Protection Agency
(USEPA) entered into a coyweritive agreement with a consortium led by NSF
International (NSF) to levilop voluntary third-party consensus standards and a
certification program-{ur ancct and indirect drinking water additives. Other members of
the original consorticm/included the Water Research Foundation® (formerly AwwaRF)
and the Courcrence of State Health and Environmental Managers (COSHEM).
AWWA and .- Association of State Drinking Water Administrators (ASDWA) joined
later.

1 the United States, authority to regulate products for use in, or in contact with,
Arinking water rests with individual states.® Local agencies may choose to impose

re Juirements more stringent than those required by the state. To evaluate the health

* American National Standards Institute, 25 West 43rd Street, Fourth Floor, New York, NY 10036.
" ASTM International, 100 Barr Harbor Drive, West Conshohocken, PA 19428.

* Whater Research Foundation, 6666 West Quincy Avenue, Denver, CO 80235.

$ Persons outside the United States should contact the appropriate authority having jurisdiction.

Vii

Copyright © 2022 by American Water Works Association. All Rights Reserved


https://www.stdhive.com/standards/awwa-c904-22-pdf/



