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Foreword 

This document (CEN/TS 16354:2013) has been prepared by Technical Committee CEN/TC 134 “Resilient, 
textile and laminate floor coverings”, the secretariat of which is held by NBN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This Technical Specification specifies test methods for the determination of the technical characteristics of 
underlays under laminate floor coverings. It includes minimum performance requirements for the underlay-
flooring system to give satisfactory service and to encourage the consumer to make an informed choice. It 
also specifies requirements for marking and packaging. 

Underlays pre-attached to the laminate flooring coverings are not covered by this Technical Specification. 

Underlays for laminate floor coverings intended for use in electrostatically sensitive areas like computer 
rooms, etc., are not covered by this Technical Specification. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

EN 717-1, Wood-based panels - Determination of formaldehyde release - Part 1: Formaldehyde emission by 
the chamber method 

EN 717-2, Wood-based panels - Determination of formaldehyde release - Part 2: Formaldehyde release by 
the gas analysis method 

EN 822, Thermal insulating products for building applications - Determination of length and width 

EN 823, Thermal insulating products for building applications - Determination of thickness 

EN 824, Thermal insulating products for building applications - Determination of squareness 

EN 825, Thermal insulating products for building applications - Determination of flatness 

EN 826, Thermal insulating products for building applications - Determination of compression behaviour 

EN 1264-3, Water based surface embedded heating and cooling systems - Part 3: Dimensioning 

EN 1606, Thermal insulating products for building applications - Determination of compressive creep 

EN 1815, Resilient and textile floor coverings - Assessment of static electrical propensity 

EN 12086, Thermal insulating products for building applications - Determination of water vapour transmission 
properties 

EN 12311-2, Flexible sheets for waterproofing - Determination of tensile properties - Part 2: Plastic and rubber 
sheets for roof waterproofing 

EN 12664, Thermal performance of building materials and products - Determination of thermal resistance by 
means of guarded hot plate and heat flow meter methods - Dry and moist products of medium and low 
thermal resistance 

EN 12667, Thermal performance of building materials and products - Determination of thermal resistance by 
means of guarded hot plate and heat flow meter methods - Products of high and medium thermal resistance 

EN 13238, Reaction to fire tests for building products - Conditioning procedures and general rules for 
selection of substrates Curre
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