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INTERNATIONAL ELECTROTECHNICAL COMMISSION

NANOMANUFACTURING - KEY CONTROL CHARACTERISTICS -

Part 4-6: Nano-enabled electrical energy storage — Determination
of carbon content for nano-enabled electrode materials, infrared
absorption method

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comy -isiny
all national electrotechnical committees (IEC National Committees). The object of IEC is to pron.ote
international co-operation on all questions concerning standardization in the electrical and ele tror.= fie Us. To
this end and in addition to other activities, IEC publishes International Standards, Technica! Rpec. Cations,
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred ‘o as “IEC
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National C. mmittee interested
in the subject dealt with may participate in this preparatory work. International, g~ver. mental and non-
governmental organizations liaising with the IEC also participate in this preparation. "EC cc 'aborates closely
with the International Organization for Standardization (ISO) in accordance witk cor lition. determined by
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as ne rly a3 possible, an international
consensus of opinion on the relevant subjects since each technical committe !i.as representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for international v-= «.id are accepted by IEC National
Committees in that sense. While all reasonable efforts are made .0 ensu e that the technical content of IEC
Publications is accurate, IEC cannot be held responsible fur th> wz; in which they are used or for any
misinterpretation by any end user.

4) In order to promote international uniformity, IEC Nation=' Co. mittees undertake to apply IEC Publications
transparently to the maximum extent possible in their naticnar and regional publications. Any divergence
between any IEC Publication and the corresponding natior. ! ¢ regional publication shall be clearly indicated in
the latter.

5) IEC itself does not provide any attestation of con’armi .. Independent certification bodies provide conformity
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any
services carried out by independent certificatic > Lodies.

6) All users should ensure that they have thi I-ect edition of this publication.

7) No liability shall attach to IEC or its: di. 2ctors, employees, servants or agents including individual experts and
members of its technical committees and EC National Committees for any personal injury, property damage or
other damage of any nature wha.xocver, whether direct or indirect, or for costs (including legal fees) and
expenses arising out of the pu.lication, use of, or reliance upon, this IEC Publication or any other IEC
Publications.

8) Attention is drawn to the \'ormative references cited in this publication. Use of the referenced publications is
indispensable for the co: =ct application of this publication.

9) Attention is drawn to "he possibility that some of the elements of this IEC Publication may be the subject of
patent rights. IFC shall i.~t be held responsible for identifying any or all such patent rights.

The main «tas'>= of IEC technical committees is to prepare International Standards. In
exceptional c'rcumstances, a technical committee may propose the publication of a technical
specificotion when

>~ e revuired support cannot be obtained for the publication of an International Standard,
despite repeated efforts, or

¢ = the subject is still under technical development or where, for any other reason, there is the
future but no immediate possibility of an agreement on an International Standard.

Technical specifications are subject to review within three years of publication to decide
whether they can be transformed into International Standards.

International Standard |IEC 62607-4-6 has been prepared by IEC technical committee 113:
Nanotechnology for electrotechnical products and systems.
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The text of this technical specification is based on the following documents:

Enquiry draft Report on voting
113/379/DTS 113/402/RVDTS

Full information on the voting for the approval of this technical specification can be found in
the report on voting indicated in the above table.

This document has been drafted in accordance with the ISO/IEC Directives, Part 2.

A list of all parts in the IEC 62607 series, published under the general ‘itle
Nanomanufacturing — key control characteristics, can be found on the IEC website.

The committee has decided that the contents of this document will remain unchai ea riil the
stability date indicated on the IEC website under "http://webstore.iec.ch" in the data related to
the specific document. At this date, the document will be

e reconfirmed,

e withdrawn,

e replaced by a revised edition, or

e amended.

A bilingual version of this publication may be issued at a liter datce.

IMPORTANT - The 'colour inside' logo on the cover page of this publication indicates
that it contains colours which are ‘zonsidered to be useful for the correct
understanding of its contents. Users chuould therefore print this document using a
colour printer.
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INTRODUCTION

Electrical energy storage devices have been utilized in many applications such as portable
electronics, electric vehicles and aircraft. Rapid development in these markets poses great
demand for high-performance devices, in which the main properties are determined by their
electrode materials.

Carbon content has significant influence on the performance and quality of electrode material.
Carbon serves as a conductive agent improving interparticle electron conduction performance,
therefore a suitable amount of carbon is necessary. When its amount is not enough, it is
possible the conductivity will not improve effectively and this causes high internal resistance,
low discharge platform or low capacity, which can result in bad rate performance and cy:ling
life. On the other hand, high carbon content can have a tendency to aggregate and be 1.3ra ‘o
separate, which may introduce factory processing problems. Superfluous cartb>n -an
influence the power density of the batteries as carbon has relatively ciov.. sg cific
capacity.[11[2]1

However, nano-sized powder can be easily flowed away with gas flow in the fuinace chamber,
which influences the determination of carbon content and may contaminatu the st system.

This document provides a method to measure the carbon content 2’ ncno electrode materials
that will be employed in electrical energy storage devices, ar.d ‘o0 evaluate the best
combinations of composite material recipes of nano electrodi:s. Following this method will
allow comparison of the results of different research groups.

This method is intended for comparing the carbon<coiteit of composite materials with
cathode nanomaterials in the study stage, not for evaicati. g the electrode in end products.

The method is applicable for nano materials exhib.*irg function or performance only possible
with nanotechnology, intentionally added to composite materials for improvement in the
performance of electrical energy storage dev.ces.

1 Numbers in square brackets refer to the Bibliography.
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NANOMANUFACTURING - KEY CONTROL CHARACTERISTICS -

Part 4-6: Nano-enabled electrical energy storage — Determination
of carbon content for nano-enabled electrode materials, infrared
absorption method

1 Scope

This part of IEC 62607, which is a Technical Specification, provides a methcd ar
determination of carbon content of nano electrode materials by infrared ablorpiion
spectroscopy method. The method is applicable to carbon contents of mass fraciioi be.veen
0,001 % and 100 %.

This method will enable customers to:

a) decide whether or not a nano electrode material is usable, and
b) select a nano electrode material with suitable carbon content 2 its application.

This document includes:

— recommendations for sample preparation,

— outlines of the experimental procedures used <to m<casure electrode nanomaterial
properties,

— methods of interpretation of results and discus’sion.ot data analysis, and
— case studies.

2 Normative references

The following documents are reierre tc in the text in such a way that some or all of their
content constitutes requirement: ¢ this document. For dated references, only the edition
cited applies. For undated referer.ces, the latest edition of the referenced document (including
any amendments) applies.

IEC TS 62607-4-2:2016, Nanomanufacturing — Key control characteristics — Part 4-2:
Nano-enabled electiica. energy storage — Physical characterization of cathode nanomaterials,
density measuremen.

ISO/TS 8uUQ04 1:2u10, Nanotechnologies — Vocabulary — Part 1: Core terms

3. Tenas, definitions and abbreviated terms

3. Terms and definitions
For the purposes of this document, the terms and definitions given in ISO/TS 80004-1 and the
following apply.

ISO and IEC maintain terminological databases for use in standardization at the following
addresses:

e |EC Electropedia: available at http://www.electropedia.org/

e |SO Online browsing platform: available at http://www.iso.org/obp


http://www.electropedia.org/
http://www.iso.org/obp
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