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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed fo. the
different types of ISO documents should be noted. This document was drafted in accordance wich ti.2
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be 1.2 suuject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Intrcduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the conveniri.ze c“users and does not
constitute an endorsement.

For an explanation of the voluntary nature of standards, the mcaning of ISO specific terms and
expressions related to conformity assessment, as well as inform~tio. about ISO's adherence to the
World Trade Organization (WTO) principles in the Technica! Berriess to Trade (TBT), see www.iso
.org/iso/foreword.html.

This document was prepared by Technical Committee IS(s/TC 55, Paints and varnishes, Subcommittee
SC 9, General test methods for paints and varnishes.

Any feedback or questions on this document should v e dizected to the user’s national standards body. A
complete listing of these bodies can be found at w\vv> 'so.org/members.html.
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Introduction

The determination of the hardness and of the wear resistance is one of the mostimportant preconditions
for evaluating the resistance of coatings to mechanical stress.

The procedures and numerical data given in this document provide a rough overview; detailed
information is found in the applicable standards.

For all of the methods for the evaluation of the hardness and of the wear resistance the visco-elastic
properties have a wide influence on the test result. Consequently, the time between testing an”
evaluation are agreed and observed.

Mechanical properties of coatings depend on, among others, temperature and moi.turc. content.
Consequently, the tests should be carried out immediately after the conditioning phase.

The tests are preferably carried out in the climatic chamber.

Each method has its specific application. An unsuitable method may lead to fals = conclusions. All of the
test methods require a certain expertise of the test person. For most of the te;=m-=thods the test results
depend on, among others, the film thickness of the coating to be tested.
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Paints and varnishes - Overview of test methods on
hardness and wear resistance of coatings

1 Scope

This document provides an overview for selecting the most suitable test method regarding the
evaluation of the hardness and the wear resistance of coatings.

Annex A gives a summarized list of test methods for the evaluation of the hardness and ot “he wear
resistance of coatings for different stresses.

Methods for testing cross-linking (wear test in connection with solvents) and ‘ahrasion tests with
multiple impacts are not covered by this document.

2 Normative references

The following documents are referred to in the text in such a wa, tha: some or all of their content
constitutes requirements of this document. For dated references, on. the edition cited applies. For
undated references, the latest edition of the referenced docut. er't (including any amendments) applies.

ISO 4618, Paints and varnishes — Terms and definitions

3 Terms and definitions
For the purposes of this document, the terms and detinitions given in ISO 4618 and the following apply.
[SO and IEC maintain terminological datab«:se: foruse in standardization at the following addresses:

— ISO Online browsing platform: avair ble at https://www.iso.org/obp

— IEC Electropedia: available a* hi n:/ywww.electropedia.org/

31
hardness
ability of a dry film or c¢t to resist indentation or penetration by a solid object

[SOURCE: ISO 4618:2014 2.136]

3.2
wear
irreversible chalige of a coating which is caused by the mechanical impact of moved objects

33
sty,is
scratcaing tool with specified geometry

[SOURCE: ISO 22557:2019, 3.1]

3.4

scratch

line-shaped damage of a coating which is caused by the impact of a loaded object being moved over
the coating
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